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Statement

it

AR E TR E AT (FURIAINEFE) T
The test report is invalid if it is not affixed the official seal of the laboratory to it.
2. i REF NG ALREATE (SUGIAANEHE) L.
Copies of the test report without the official seal of the laboratory are invalid.
3. MR E TomE] AR, M A ETA.
The test report is invalid without the signatures of compiler, checker and approver.
4. MRS IR BOCRL.
The test report is invalid if it is blotted out.
5. Rl s B, TS ZHRNHRE .
It is forbidden to copy the test report partially without the written approv al of the
laboratory.
6. EAFZFAMER, (O PSR HA L.
The conclusion of the consignation test is only valid for the provided sample.
7. AAGIIRE LA SONME, TSR (D UNEL, WERAERRE, M
LA 3SR gt o
The test report has been drafted in Chinese and translated into English (if exist) for
convenience only. In the event of discrepancy, the Chinese version shall prevail.
8. BRAAUH, Bl #—RERTIT.

Unless noted otherwise, the test type is consignation test.

Hidk: BT IR ARES 3455 Address: No.345 East Yunling Road, Shanghai
HREL 4R A% (Post Code): 200062

B IE(Tel): (021D 31765555 fEH (Fax): (021) 31015117

WL (web site): www.ghs.cn

HL 71548 (BE-mail): center@ghs.cn
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5 HIE T Ht VB207C 7.2V 2Ah 14. 4Wh
B 5o 4 A Chinese
Name of Sample | & 5 Li-ion Battery VB207C 7.2V 2Ah 14.4Wh
English
GRiE k] 1125110095
Sample No.
E NN L R A PRA
Consignor Zhejiang VALUE Mechanical & Electrical Products CO., LTD
A FEEL WL KL R A o] ,
Manufacturer Zhejiang VALUE Mechanical & Electrical Products CO., LID
AR F ik BREE GRIEFFRAETH)

ST/SG/AC. 10/11/Rev. 8 38. 3 UN Manual of Tests and Criteria ST/SG/AC 10/11/Rev 8
Section 38.3

FIRATH BAE CRIFARAET-AY '
ST/SG/AC. 10/11/Rev. & 38.3 UN Manual of Tests and Criteria ST/SG/AC 10/11/Rev 8
Criterion Section 38.3
¥ v 57 X” = 1 N
A# 9P B WA
ppearance Black Plastics cement shell
Higd 8 H 9025-11-05 Hrpleie B B 2025-11-12 ~ 2025-11-28
Accepted Date Test Date
R R B SRR R IR 3l bl AME R dE o T A BRI
LR Altitude simulation, Thermal test, Vibration, Shock, External short
Test Items

circuit, Impact, OQvercharge, Forced discharge

SR, ZHESFEBRAE CGRBRATHETH) ST/SC/AC. 104

The sample has passed the test items of UN Manual

MLk |ST/SG/AC. 10/11/Rev. 8 Section 38.3
Conclusion
AR H A ( "%f‘:’
Py A 55 LA it 2 Rechargeable Lithium Battery. ,, ﬁgﬁﬁL
P
Comment
e 3 A RN / R B 45 AL
. 317500
C
address. Post Code
o -,/zr 28, T A A
Approver: e i;\j Checker: /I Compller ﬁ'
R

Titles A Edﬁ AEERK (Head of New Energy Safety Department)

L %
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Name of Test Standard requirement or The . . ‘
No. ltems Clause Number of Standard Test Result | Conclusion | Remark
BAE ((iix‘/’Bﬁ%Mﬂ’&?
: MY ST/SG/AC. 10/11/Rev. 8 38. 3 HRIT. 1 WIE |
1 EE@M UN Manual of Tests and Criteria S):gﬁf)pendix 1 {:ﬁ% /
A_ltll'CUd_e ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Passod
simulation T.1
BEE GRIEFRAET
PR M) ST/SG/AC. 10/11/Rev. 8 38.3 WHT. 2 W= 2
2 ™ UN Manual of Tests and Criteria : A
Thermal test |Sr/sq/ac. 10/11/Rev. 8 Section 38,3 Test | oC (PPeRdix 2 P;ﬁd /
T.2
BEE GRBARET ]
E ) M) ST/SG/AC. 10/11/Rev. 8 38.3 HIT. 3 WE 3 o
3 . R UN Manual of Tests and Criteria i : e
Vibration ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test See Appendix 3 | ‘ P;éﬁid g /
T.3 ' :
BAE «i&;%%uifﬁﬁi? , :
y AWy ST/SGAKC. 10/11/Rev. & 38,5 RIAT. 4 R 4
4 i UN Manual of Tests and Criteria’ > S):lljjipendix 4 ok /
Shock ST/S6/AC. 10/11/Rev. 8 Section 3.3 Test ’ Passad
|7.4 , g o
%é%@ CoRB AT ]
S % |B1) ST/SG/AC.10/11/Rev. 8 38.3 AHT. 5 W 5
5 HUN Manual of Tests and Criteria - Pas
External short [S1/s/ac.10/11/Rev.8 Section 3.3 Test  [o¢ PPendiX 3 p;ﬁ q /
clrcult T.5. i
BeH GRRAET
E A ST/SG/AC. 10/11/Rev. 8 38.3 HIRT. 6 Mz 6
6 UN Manual of Tests and Criteria See Appendix 6 /D&;[;g /
Impact ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Passed
T.6
BeaE GREEFSRAETF
7 M) ST/SG/AC. 10/11/Rev. 8 38.3 AT, 7 WL 7
7 UN Manual of Tests and Criteria ; L
Overcharge ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test See Appendix 7 P;si%ed /
T.7
BEE GRIEMHETE
WY ST/SG/AC. 10/11/Rev. 8 38.3 RIGT. 8 T 8
8 g‘ﬁfﬁﬂm% UN Manual of Tests and Criteria szgﬁiipendix 8 'A:ﬁ::g. /
Forced discharge |st/sc/ac. 10/11/Rev. 8 Section 38.3 Test Passed
T.8
K IR3E S BRI :22°C-25°C TR : /%
Test Environment Ambient temperature:22°C-25°C ;Ambient humidity:/%
Condition
WA B ,
S aRBER Test‘ Itemﬁ
Subcontracted Test SaEBE | AR / R4 /
Condition Subcontracted | Name Post Code
Laboratory M kb / e /
Address Tel
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A% ! BATE LA | B
No. Name of Test Items Altitude simulation
1 AL 1A
h? B 1 o B =Y A o
%5 Sample Status RE i3 RE FrEAH,/E | Mass Loss | Residual |Z
Sample Mass ocv Mass oCcv OCV |Other
No. /g N /g N /% /% Event
001 | ey rse®® | 13550 8. 10 135. 50 8. 10 0. 00 100.00 | O
002 | jeompre® | 13562 | 814 | 135.61 | 8. 14 0.01 | 100.00 | o
003 | jpeprsi®® | 13563 | 814 | 135.63 | 811 0.00 | 99.63 | o
004 | oyt | 13551 | 813 | 135.50 | 8.12 0.01 | 99.88 | ©
005 | psorepacn® | w3507 | 13 | 13508 | 810 0. 01 99.63 | o
006 | yserepasiooe | 135,67 8.16 135. 66 8.12 0. 01 99,51 | 0
007 | pserc s | 135,36 8. 18 135.35 | 8.15 0.01 99.63 | o
008 | pscreprirr® | 135.36 8. 13 135.35 | 8.12 0.01 99.88 | o
;lﬁrrfﬁitiThis space intentionally

left blank

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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B3 ) BARE LAk | AR
No. Name of Test Items Thermal test
e 22 1
: : AT Bef b5 A .
e HRRA BN elre RBE A | g in k| A | S
%5 Sample Status BRE | FBRLE RE FF#& e, /& | Mass Loss| Residual | 3L
Sample Mass ocv Mass ocv OCV |Other
No. /g v /g N /% /%  |Event
001 | opperin® | 135.50 8. 10 135. 43 8. 00 0.05 98.77 | o
002 | joeraser® | 13561 8. 14 135.54 | 8.04 0.05 98.77 | o
003 | joorpn® | 135.63 8. 11 135. 51 8. 03 0.09 | 99.01 | o
004 | e | 135.50 8. 12 135. 39 7.95 0.08 | 9791 | o
005 | eidCiCRERS 1 135.06 | 810 | 13499 | 804 0.05 | 99.26 | o
006 | gpeenpi® | 135,66 8. 12 135. 63 8. 05 0.02 99.14 | o
007 | psemoprt®n® | 135.35 8.15 135. 30 8. 08 0. 04 99.14 | o
008 | speeoprs®® | 13535 8. 12 135.24 | 8.03 0. 08 98.89 | o
l?% EThiS space intentionally

’é‘}i: L—hﬂ—;ﬁ V_)‘/%/:L D—ﬁg% R—EK%'JQ F“ﬁj’\ O_jitg)‘t‘i-‘/‘/%\ j{‘.&‘;/%/:i\ iﬁg%\ jilz)kf‘l > fbﬁj’\o
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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A% ; BRRE LA | R
No. Name of Test Items | vibration
) a2 e
*_-f-;‘:, #%;Hi‘jé RIS A Before R E After FERE | #ABE | i
%5 Sample Status /)ﬁ_ kA Fragd, & /)ﬁ: z F3& %, & | Mass Loss | Residual | L
Sample Mass oCcv Mass OoCV OoCv Other
No. /g vV /g /N /% 1% Event
001 | yerre® | 135.43 | 8.00 135. 47 8. 00 0.00 | 100.00 | o
002 | |yl n® | 135.54 | 8.04 135. 60 8. 03 0. 00 99. 88 o
003 | |peimri®RR | 13551 | 8.03 135. 59 8. 02 0.00 | 99.88 | o
004 | iove Tutly sharges | 135-39 | 7.95 135. 46 7.94 0.00- | 99.87 | o
005 | psroprcir® | 13499 = 8.04 135. 09 8. 04 0.00 | 100.00 | o
006 | psrpops i | 135.63 |  8.05 136.64 | 8.04 0.00 | 99.88 | o
007 | pepempet® o |135.30 [ 8.08 135. 31 8. 08 0.00 | 100.00 | o
008 | pppcpoie®® | 135.24 [ 8.03 135. 31 8. 02 0. 00 99. 83 0
—Fé E’l‘his space intentionally

left blank

‘%‘;i: L_‘I‘&‘/‘EJ V_;/%/:L D—ﬁﬁ?/m& R_z}i%i F_ﬁj}\ O_fLJ‘/‘&;Fﬁ\ %%”L\ fbﬁ;lﬁ&\ izﬁi%i\ ﬁﬂj)\o
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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5 A AR R B LA i
No. Name of Test Items Shock
N a2 1
W b3 A -
e | Hoka AR Before BEE A | g gk [HeBE | i
-3 Sample St;us FE& | F%eiE| RE JF#&d, £ | Mass Loss | Residual | 3
Sample P Mass OoCV Mass oCcvV ocvV Other
No /g A% /g N 1% /% Event
1CYCSEATE
001 | ol ® | 13547 | 8.00 | 135.46 | 8.00 0.01 | 100.00 | o
002 | o R | 135,60 | 8.03 135.59 | 8.02 0.01 99.88 | o
003 | oy mpiiie o | 13559 | 802 | 13558 | 8.01 0.00 | 99.88 | o
004 | oy ri®R% | 135,46 | 7.94 135.46 | 7.93 0.00 | 9987 | o
005 | psomcprcan® | 13509 | 8.04 | 135.09 | 8.04 0.00 | 100.00 | o
006 | ssomprcin® | 135.64 | 8.04 | 135.64 | 8.03 0. 00 99.88 | o
007 | psorpcr?® | 135.31 | 8.08 | 135.30 | 8.07 0. 01 99.88 | o
008 | gscrepmier® | 185.31 | 8.02 135.30 | B.02 0. 01 100.00 | o

. This space intentionally

left blank

%ii: L_;"Hi“/‘/% V—%J/;L D_%% R—E};%JQ F_ia,j)\ O_fLJ}LH:)‘/%\ i%é‘i‘\ ﬁﬁg%\ j’tﬂ‘&%—i\ ﬁﬁka
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

- PRI S
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5 5 AR R B AR AN o

No. Name of Test Items External short circuit
s (R TRIES M:j iﬁril%fnﬁf‘;ne AT
Sample No. Sample Status ) C Other Event

001 1CY(13Cl¥Sﬁ§E§1:%ged 57.8 )

002 1CYéC§Sﬁyé§1$ged 57.3 0

003 1CYéngﬁ§§1§”ged 7.1 0

004 ICYéCIZIClﬁyéEEged 56. 8 0

005 25C$€C§Eﬁ3fé§\§ged 56. 6 0

006 25C§gcgﬁfﬁ;$§1§géd : & OTL 0

007 25C§2C§§ﬁ§§z§§:ged 56.3 0

008 25C§§C§§ﬁf§3ge ; 57.3 o
PLIRES G This space inbtlear;tkiénally left

FE: DMK R-BE F-RK -k, Ak, R#kE.
Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly,No Fire & No Rupture.
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55 6 AR B L AR it
No. Name of Test Items Impact
TR HRRA HEADRHRL EY Y 3
Sample No. Sample Status Max. Exte@ilcTemperamre Other Event
009 1cylccy5c00/o5 ngfity 119.6 o
010 mlcc YSCO“/;S ngfity 46.3 Y
011 1CY1CCY5c0%5 Oc%ffity 22.5 0
012 1CY1CCY5C0%50cuffity 29.0 0
013 1CchCY5C0%50cu/ffity 22.4 0
ECVO 0 A ]
014 25(:2Y5CC‘[5%%5‘0éi§fi£y ; 223 0
015 25(1‘2;(':@5(_:0; Ggff ity 22.2 0
i TE——
016 25(:2Y§:CY5%9? %ﬁgafity 22.2 O
017 25CZS'§CCY;OQ/? (")gﬁﬁ ty 118.6 ; 0
018 zngSCC%%; Ocn/ffity 23.2 0
LFZ S This space intentionally left

blank

HiE: DMK F-AL K 0-ZMIR. A K.

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

L.
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B . RARA 44 | A
No. Name of Test Items | gyercharge
%5 ok & H A%
Sample No. Sample Status Other Event
1CYCHEA T
019 1CYC Fully charged 0
1CYCFEA TR A,
020 1CYC Fully charged ©
1CYC5E &30
021 1CYC Fully charged o
1CYCEE T H
022 1CYC Fully charged ©
25CYCSEA TR HL
023 25CYC Fully charged o
BOYCH LA
024 25CYC Fully charged 0
- 2BCYCSEAFH
025 2BCYC Fully charged O
2BCYCE AR
026 25CYC Fully charged P
PR 21 This space intentienally left blank

&k D-RAR F-AR K O-LMK, A K.

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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5 g AR B 4 AR 588 PR T
No. Name of Test Items Forced discharge
ks eI HILE
Sample No. Sample Status Other Event
027 10YC IF%CJLJ—;E%ﬁiEEarged Y
028 10YC gﬁ%%zfcfarged 0
029 1cYC 1FCquClJ?E%iﬁ§cf‘arged Y
030 1cYC ﬁ{lcl?%iﬁfcfarged 0
031 1CYC ﬁchl??i?c?arged 0
032 1CYC i%&;%%iﬁfcfiarged 0
033 1CYT ﬁ’i%%%%iifc?arg&dv O
034 1CYC ﬁ%%}?%lfifarged 0
035 1C'YCv%iiﬁClj§%iﬁ§c?arged o
036 1CYC ﬁ?f? %iﬁfcfarged 0
037 25CYC25§iC1?%i%lc?arged 0
038 25CYC25FCUY1C1%%1)EICEEarged Y
039 25CYC2 SFCUYICIPJ;E %i%c?arged 0
040 25CYC2 SFCqucf %iﬁfcfarged 0
041 25CYC2?~‘CUY].CI%%?§C?arged 0
042 25CYC25FCUY1CI%%L%CEEarged %
043 25CYC25;C11Y1C1;;E%173§CEEarged 0
044 25CY025F?1C17?E%EC[§arged 0
045 25CYc25FCuY161?§EcEEarged 0
046 25CYC25FCUY1C1§;EédéiﬁSQCE§arged o

&iE: D-FRIK PR K 0-MR. ALK,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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